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DESCRIPTION

 

SPECIFICATION

 

TEST METHOD A.S.T.M.

 

SPECIFICATION GRAVITY AT 25/25 DEG C

 

1.01/1.05

 

D.70

 

PENETRATION AT 25 DEG C

 

80/100

 

D.5

 

SOFTENING POINT DEG C

 

45/52

 

D.36

 

DUCTILITY AT 25 DEG C CMS

 

100 MIN

 

D.113

 

LOSS ON HEATING PCT WT

 

0.5 MAX

 

D.6

 

DROP IN PENETRATION AFTER HEATING PCT

 

20 MAX

 

D.5

 

FLASH POINT DEG C

 

225 MIN

 

D.92
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Test Method Specifications

Penetration @ 25 0 C ASTM D5 60 -70
Flash Point, COC, o C ASTM D92 232 min
Ductility @ 25 oC, cm. ASTM D113 100 min
Solubility in trichloroethylene, % ASTM D2042 99 min
Thin-film oven test ASTM D1754
Penetration of residue,

52 min
% of original
Ductility of residue @ 250C 50 min





